1) From "GE plastic design guide,1997", charter 4--> Design for behavior over time
Apparent (creep modulus) can be substituted for E in standard structure design equation
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From " Handbook of Polyethylene pipe" by Plastic pipe institure, Chapter 3 & 6 
Again, A apparent (creep) modulus is used Eapp=28,200 psi (50 years )to calculate the critical buckling pressure 
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